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		Full Description
              Presents miscibility data obtained for the non-CFC refrigerants R22, R32, R123, R124, R125, R134, R134a, R142b, R143a and R152a and their potential lubricants pentaerythritolester mixed-acid, polypropylene glycol diol, mixed-acid polyol ester, polypropyleneglycol butyl monoether, naphthenic mineral oil, alkylbenzene and modified polyglycol. Describes the test facility and experimental procedures. 
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