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		More info


	
			
		Full Description
              This method of test covers the determination of bulk specific gravity (Gmb) of specimens of compacted hot mix asphalt (HMA).  

This method should be used with samples that contain open or interconnecting voids or absorb more than 2.0 percent of water by volume, as determined by T 166.  The bulk specific gravity of the compacted HMA may be used in calculating the unit mass of the mixture.                        Product Details
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